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Coast Guard, Dept. of Homeland Security § 56.30–15 

NOTE TO FIG. 56.30–10(b): ‘‘T’’ is the nomi-
nal pipe wall thickness used. Consult the 
text of paragraph (b) for modifications on 
Class II piping systems. Fillet weld leg size 
need not exceed the thickness of the applica-
ble ASME hub. 

[CGFR 68–82, 33 FR 18843, Dec. 18, 1968, as 
amended by CGFR 69–127, 35 FR 9978, June 17, 
1970; CGD 77–140, 54 FR 40605, Oct. 2, 1989; 
USCG–2000–7790, 65 FR 58460, Sept. 29, 2000; 
USCG–2003–16630, 73 FR 65177, Oct. 31, 2008; 73 
FR 76247, Dec. 16, 2008] 

§ 56.30–15 Expanded or rolled joints. 

(a) Expanded or rolled joints may be 
used where experience or test has dem-
onstrated that the joint is suitable for 
the design conditions and where ade-
quate provisions are made to prevent 
separation of the joint. Specific appli-
cation for use must be made to the 
Commandant. 

(b) [Reserved] 
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